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ABSTRACT: With rapid progress in the use of colloidal quantum dots (QDs)
as light emitters, the next challenge for this ﬁeld is to achieve high brightness.
Unfortunately, Auger recombination militates against high emission eﬃciency at
multiexciton excitation levels. Here, we suppress the Auger-recombinationinduced photoluminescence (PL) quantum yield (QY) loss in CdSe/CdS core−
shell QDs by reducing the absorption cross section at excitation wavelengths via
a thin-shell design. Studies of PL vs shell thickness reveal that thin-shell QDs
better retain their QY at high excitation intensities, in stark contrast to thickershell QDs. Ultrafast transient absorption spectroscopy conﬁrms increased Auger
recombination in thicker-shell QDs under equivalent external excitation
intensities. We then further grow a thin ZnS layer on thin-shell QDs to serve
as a higher conduction band barrier; this allows for better passivation and
exciton conﬁnement, while providing transparency at the excitation wavelength.
Finally, we develop an isolating silica matrix that acts as a spacer between dots, greatly reducing interdot energy transfer that is
otherwise responsible for PL reduction in QD ﬁlms. This results in the increase of ﬁlm PL QY from 20% to 65% at low excitation
intensity. The combination of Auger reduction and elimination of energy transfer leads to QD ﬁlm PL QY in excess of 50% and
absolute power conversion eﬃciency of 28% at excitation powers of 1 kW/cm2, the highest ever reported for QDs under intense
illumination.

■

INTRODUCTION
Semiconductor quantum dots (QDs) are used as light-emitting
materials in commercial lighting and display technologies owing
to their favorable electronic and optical properties: advantages
include a size-tunable full-visible-spectrum emission, high color
purity, and high photoluminescence quantum yields (PL
QYs).1 Thanks to improved techniques in thermal management
and oxygen- and moisture-free encapsulation, QDs are used as
phosphors in applications such as televisions and portable
electronic devices.1,2 These applications have so far been
limited to operate at emission intensities at which multicarrier
recombination mechanisms do not degrade emission eﬃciencies.
Newer large-area displays such as high-power projectors will
require more intense light output. In these operating regimes,
each QD will contain multiple excitons, giving rise to Auger
recombination, a nonradiative process that reduces PL
eﬃciency.3,4 This nonradiative process is enhanced by
colocalization of the electron and hole in a small volume. In
quantum-conﬁned systems, momentum conservation is relaxed,
and Auger recombination is accelerated compared to bulk
counterparts.5
In the past decade, signiﬁcant eﬀorts have been made to
investigate and suppress multiexciton Auger recombination in
© XXXX American Chemical Society

QDs. Two strategies have been executed: wave function
delocalization6,7 and graded shell growth.8,9 In the ﬁrst case, the
exciton wave function is expanded by growing QDs of larger
size or use of a thick shell with small band-oﬀsets between core
and shell. This, unfortunately, also slows radiative decay, leaving
the ratio of radiative-to-nonradiative rates barely aﬀected.
Increased absorption cross section due to the addition of large
shells results in a faster exciton generation rate at any given
excitation intensity. Two-photon correlation measurements of
single dots with graded shells have shown reduced Auger
recombination rates;10 however, such dots suﬀer from low
single exciton quantum yields, and thus only marginal beneﬁt
has been demonstrated in LED devices.11
For the practical application of QDs as an alternative to
conventional phosphors, it is also imperative to preserve their
high emission eﬃciencies in the solid state. When QDs are
condensed into ﬁlms, however, PL quenching is commonly
observed and is more pronounced in thin-shell QDs, mainly
owing to QD aggregation and energy transfer among
neighboring QDs.12−14 In light of this challenge, QDs
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octanethiol (106, 320, 640, 800 μL) were used for growth of diﬀerent
shell thickness.
To further grow ZnS shell on CdSe/CdS QDs, the above solution
was cooled down to 290 °C. 1.5 mL of as-prepared Zn−OLA diluted
in 10.5 mL of ODE was mixed with 0.03 g of sulfur dissolved in 2 mL
of OLA. The mixture was slowly and continuously injected into the
system for 1 h at 290 °C. After injection, the solution was annealed at
290 °C for 10 min, followed by an injection of 4 mL of oleic acid (OA)
and further annealing for 10 min. The reaction was terminated by
cooling and adding acetone at 80 °C. The resultant CdSe/CdS/ZnS
QDs were puriﬁed by 3 cycles of centrifugation at 6000 rpm,
redispersion in hexane, and precipitation by acetone. The ﬁnal core−
shell−shell CdSe/CdS/ZnS QDs were redispersed in toluene
(A1st‑exciton‑peak = 2.5).
Synthesis of QD/Silica Composites. QD/silica composites were
prepared according to a modiﬁed literature method.24 QDs in toluene
solution (400 μL, A1st‑exciton‑peak = 2.5) were precipitated by a solvent
mixture of acetone and methanol, and separated by centrifugation at
6000 rpm. The precipitate was redispersed in 15 mL of
tetrahydrofuran (THF), and then mixed with 200 μL of MPS in a
three-neck ﬂask under N2. After 4 h of mild stirring, 60 mL of solvent
mixture (THF:ethanol = 35:25 v:v) with pH of 9−10 (adjusted by 25
wt % of tetramethylammonium hydroxide in methanol solution) was
added to the mixture. After 2 h of mild stirring, the solution was gently
heated to 60 °C for 30 min, and then 600 μL of MPS was added. After
maintaining the temperature at 60 °C for 5 min, the mixture was
cooled to room temperature and stirred overnight. The resulting
solution was condensed to ca. 20 mL by evaporation at room
temperature, extracted with hexane, and then washed by ethanol/
hexane (v/v = 1:10) several times. A homogeneous and transparent
sol−gel solution was obtained, which was ﬁnally dispersed in 1 mL of
ethanol. Films were prepared by spin-coating or drop-casting the sol−
gel solution on diverse substrates including glass and polished
aluminum disks, annealed at ca. 60 °C for 4 h for further gelation
and cross-linking, further dried under vacuum for 2 days, and then
stored in air.
Preparation of QD/PMMA Composites. 100 μL of toluene
solution of QDs (A = 2.5) was mixed with 100 mg of PMMA in
chloroform. The resulting solution was directly cast onto the glass to
form a ﬁlm, which was dried under vacuum overnight.
Characterizations. TEM images were taken by JEOL 2010, with
an acceleration voltage of 200 kV. UV−vis absorption measurements
were performed on a PerkinElmer Lambda 950 UV−vis−NIR
spectrophotometer. The absorption (%) was calculated as 100% −
transmission (T%). Photoluminescence (PL) spectroscopy and PL
decay measurements were carried out on the Horiba Fluorolog
TCSPC system with an iHR 320 monochromator and a PPO·900
detector. An integrating sphere was used for ﬁlm and solution PL QY
measurements.
For transient absorption spectroscopy, a regeneratively ampliﬁed
Yb:KGW laser (Light Conversion, Pharos) at a 5 kHz repetition rate
was used to produce femtosecond laser pulses. The pump pulse (570
or 442 nm) was generated by sending a portion of the 1030 nm
fundamental to an optical parametric ampliﬁer (Light Conversion,
Orpheus). Both the pump pulse and probe (fundamental) were
directed into an optical bench (Ultrafast, Helios), where a sapphire
crystal was used to generate a white-light continuum from the
fundamental. The time delay (time resolution ∼350 fs) was adjusted
by delaying the probe pulse optically, with exponentially increasing
time steps. Every other pump pulse was blocked by a chopper, and
each probe pulse was measured by a CCD after dispersion by a grating
spectrograph (Ultrafast, Helios). Samples were kept in a 1 mm cuvette
and translated at 1 mm/s. Kinetic traces were ﬁt to a sum of
exponential decays. The power conversion eﬃciency (power in/power
out) was measured under a pulsed pump (300 μs, 60 Hz) from a high
power pulsed laser diode system providing in excess of 2 kW/cm2 peak
intensities at a wavelength of 442 nm. Using a lens system the
collection was focused on an OPHIR PD300-3W photodiode with a 9
mm aperture.

embedded in various polymeric and inorganic matrices have
been developed.15−20 The matrix materials separate and further
stabilize QDs, while providing QDs with improved processability. Conventionally, thick-shell QDs are employed in such
nanocomposites to provide high emission eﬃciencies.21 Despite
great advances in this ﬁeld, the PL performance of the
nanocomposites at high-power excitation has yet to be
explored.
Here we demonstrate a new and eﬃcient approach to avoid
Auger-recombination-induced PL QY loss. We showcase our
advance in red QD phosphors excited using the high-energy
blue light source. We show ﬁrst that desensitization by reducing
the absorption cross section at the optical pump wavelength is
an eﬃcient approach to avoid Auger recombination in QDs.
This conceptually straightforward solution to the Auger
problem creates a new and signiﬁcant challenge from the
point of view of materials synthesis: a new strategy is now
required to turn oﬀ energy transfer among thin-shell QDs in
solid state, and to preserve excellent surface passivation at the
same time. We, therefore, develop a transparent and isolative
matrix that further stabilizes and eﬃciently separates the thinshell QDs within solid ﬁlms, thereby turning oﬀ energy transfer.
The combination of Auger reduction and elimination of energy
transfer is directly responsible for our ability to maintain high
ﬁlm PL QY under intense optical excitation.

■

EXPERIMENTAL SECTION

Chemicals. Cadmium oxide (CdO, >99.99%), zinc acetate
dihydrate (Zn(AC)2·2H2O, 99.99%), sulfur powder (S, >99.5%),
selenium powder (Se, >99.99%), oleylamine (OLA, 80−90%),
octadecene (ODE, 90%), oleic acid (OA, 90%), trioctylphosphine
(TOP, 90%), trioctylphosphine oxide (TOPO), octadecylphosphonic
acid (ODPA, 97%), 1-octanethiol (>98.5%), (3-mercaptopropyl)trimethoxysilane (MPS, 95%), tetramethylammonium hydroxide
solution (Me4NOH, 25 wt % in methanol), and poly(methyl
methacrylate) (PMMA, average Mw of ∼996,000) were purchased
from Sigma-Aldrich and used without further puriﬁcation.
Synthesis of Cd-oleate and Zn−OLA Complex. 2.98 g of CdO
was fully dissolved in 40 mL of oleic acid at 170 °C under vacuum.
2.45 g of Zn(AC)2·2H2O was dissolved in OLA at 170 °C under
vacuum until a clear light pink solution was obtained.
Synthesis of CdSe Core QDs. CdSe QDs were synthesized
according to a modiﬁed method reported previously.22 Typically, 240
mg of CdO, 24 g of TOPO, and 1.12 g of ODPA were mixed in a
Schlenk ﬂask (100 mL). The mixture was heated to 150 °C for 0.5 h
under vacuum with continuous stirring. Then the system was reﬁlled
with N2 and heated at 320 °C for 2 h. Subsequently, 4 mL of TOP was
injected into the Schlenk ﬂask, and the resulting mixture was further
heated to 380 °C. Upon reaching 380 °C, 2 mL of TOP solution
containing selenium (60 mg mL−1) was injected into the system. CdSe
QDs with the ﬁrst excitonic peak at 586 nm were formed after about 2
min growth. Finally, the reaction was terminated by cooling and
adding acetone. The resultant CdSe QDs were redispersed in hexane
for shell growth.
CdS and ZnS Shell Growth on CdSe Cores. The shell growth
was carried out as described previously.23 CdSe core QDs were
quantiﬁed by measuring absorbance (A1st‑exciton‑peak) at exciton peak
(586 nm) in a cuvette with a path length of 1 mm. A hexane solution
of CdSe core QDs (8.8 mL, A1st‑exciton‑peak = 1) was mixed with
oleylamine (OLA, 12 mL) and octadecene (ODE, 12 mL) in a 250 mL
Schlenk ﬂask. The mixture was heated to 100 °C under vacuum to
remove hexane. The desired amounts of as-prepared Cd-oleate and
octanethiol, respectively, were diluted in ODE, respectively, and then
were injected simultaneously and continuously into the system at a
rate of 12 mL h−1 while ramping the system temperature from 100 to
310 °C. Diﬀerent amounts of Cd-oleate (1, 3, 6, and 7.5 mL) and
B
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Figure 1. (a) TEM images of CdSe/CdS QDs with increasing shell thickness of H = 1.1, 2.7, 4.1, and 4.9 nm (scale bar: 20 nm). (b) The ground
state absorbance spectra and (c) PL spectra for toluene solutions of diﬀerent core−shell CdSe/CdS QDs (H = 1.1, 2.7, 4.1, and 4.9 nm) and CdSe/
CdS(1.1 nm)/ZnS(0.4 nm) QDs.
Absolute Excitation Rate Estimation. To illustrate how the
absorption cross sections and absolute excitation rates aﬀect the PL
QY and then the brightness/eﬀective emission rates of diﬀerent
samples, we estimated the absolute excitation rates rex according to the
following equation:

rex = Jin σ

4.6 nm (Figure S2). A series of CdSe/CdS QDs with increasing
average diameter of 6.8, 9.9, 12.8, and 14.4 nm were prepared
with corresponding shell thicknesses (H) of 1.1, 2.7, 4.1, and
4.9 nm, respectively, as determined by transmission electron
microscopy (TEM) (Figures 1a and S3−S6, Table S1). A thin
layer of ZnS (0.4 nm) was further grown on 1.1 nm CdSshelled QDs to provide doubly shelled QDs (Figure S7).
To compare the relative core/shell absorption of these QDs
at 442 nm, the optical pump wavelength for ﬁve spectroscopic
experiments in this study, the ground state absorption spectra
for dilute solutions of QDs in toluene were normalized with
absorbance (A) at the exciton peak since the same core size was
used in all samples. As shown in Figure 1b, the core-to-shell
absorption ratio decreases as the shell thickness increases. With
an increase in shell thickness, the absorption edge and PL peak
shift to longer wavelengths as a result of electron wave function
delocalization in the CdS shell (Figures 1b and 1c).26
Correspondingly, the full width at half-maximum (fwhm) of
PL peak varies from 20 to 36 nm (Figure 1c, Table S1). The
broadening of the emission spectra is a commonly observed
consequence of thick shell growth.27−29 This spectral broadening is attributed to increased size and shape variations,
increased exciton−phonon coupling, and spectral diﬀusion.30
The PL QYs of the QD solutions pumped at 442 nm with a
power density of 7 × 10−5 W/cm2 were measured using the
absolute measurement method,31 and were determined to be in
the range of 46−74% (Table 1). The thin ZnS shell grown on
CdSe/CdS(1.1 nm) QDs serves as a higher conduction band
barrier, allowing stronger exciton conﬁnement and also better
passivation (i.e., eliminating core surface dangling bonds that
cause nonradiative trap recombination), while providing
transparency at the excitation wavelength.
Photoluminescence of QDs under High Power. To
evaluate the potential of these QDs as high-intensity phosphors,
we employed a 442 nm pulsed laser (300 μs, 60 Hz), providing
in excess of 2.5 kW/cm2 peak intensities. We photoexcited the
QDs at high intensities while monitoring PL QY. These pulsed
photoexcitation conditions are similar to those in high-intensity
projection phosphors which are immobilized on rotating disks
and are excited sequentially to avoid overheating.

(1)

where Jin and σ are the incident light ﬂux and absorption cross section,
respectively.
The absorption cross sections of the 4.1 nm shell dots were
measured by following an existing method (eq 2):25
σ=

2.303A
cl

(2)

where σ is absoprtion cross section of QDs, A is absorbance of QD in
hexane dispersion at a certain wavelength, c is number of nanocrystals
per cm3, and l is light path length of the cuvette in units of cm.
400 μL of QDs dispersion with known absorbance was digested in
nitric acid and diluted to 10 mL of aqueous solution. Inductively
coupled plasma optical emission spectroscopy (ICP-OES) (Optima
7300 ICP AES) was applied to determine the total amount of Cd
atoms (Ntotal), and the single dot Cd atom numbers were estimated
from the volume of the CQDs (Nsingle), which were determined from
the TEM images by assuming that they possess a conical shape. The
diameter and height are the shortest edge length and tallest height of
the triangle, respectively. c was calculated by following the equation.
The 20% error bars come from the uncertainty in determination of
QD volume.

c=

Ntotal
0.4Nsingle

(3)

The absorption cross sections of other core−shell QDs were
estimated by comparing the absorbance at 442 nm after normalizing
the ﬁrst exciton peak absorbance.

■

RESULTS AND DISCUSSION
Syntheses, Morphologies, and Optical Characterizations of QDs. CdSe/CdS QDs were synthesized according
to previously reported methods;23 modiﬁcations are detailed in
the Experimental Section (Figure S1). Varying amounts of Cdoleate and octanethiol were used as precursors to prepare CdS
shells of diﬀerent thicknesses on CdSe cores with a mean size of
C
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higher PL QY than other samples at 0.1 kW/cm2 because of
good passivation and the absence of Auger recombination
induced emission quenching. The slope of relative PL QY in
4.9 nm CdS shelled QDs is much steeper than that in 1.1 nm
CdSe shelled QDs (Figure 2b), indicating that the main causes
of low PL QY at 0.1 kW/cm2 in the two types QDs are
diﬀerent: the ﬁrst is pump-power-dependent Auger recombination quenching, and the latter is poor passivation.
To facilitate a better comparison among QDs with diﬀerent
shell thickness, we converted the pump powers to the absolute
excitation rates (Figures 2c and 2d). Due to eﬃcient shell
sensitization, the excitation rates in thicker-shell QDs are higher
than those in thinner-shell QDs at a given pump power. In the
thinnest CdS-shelled QDs, the PL QY roll-oﬀ becomes
signiﬁcant only when the excitation rate exceeds 0.01 ns−1
per dot. However, in the thickest-shell QDs, the excitation rate
is much higher than the above value, even at the lowest
excitation power (0.1 kW/cm2). This results in signiﬁcant PL
quenching across the measurement range. The bandgap of the
ZnS shell is large and is not photoexcited by blue photons: for
this reason, the excitation rate is not impacted by ZnS shell
growth, and doubly shelled QDs show similar roll-oﬀ in relative
PL QY at high pump power. Speciﬁcally, CdSe/CdS(1.1 nm)/
ZnS(0.4 nm) at 2 kW/cm2 pump power maintain an over 50%
absolute PL QY as a result of good passivation and enlarged
power onset for Auger recombination, aﬀorded by the
minimized sensitization.
Transient-Absorption Spectroscopy. Ultrafast transientabsorption (TA) spectroscopy was employed to investigate
exciton population and decay dynamics.32−35 To compare the
carrier dynamics in QDs with diﬀerent shell thicknesses in a
controlled manner, we photoexcited the QDs at 570 nm, where
the CdS shell does not absorb photons. The transient spectra
for core-pumped QDs are presented in Figure 3a as ΔA/

Table 1. PL QY and PL Lifetimes of CdSe/CdS QDs with
Diﬀerent Shell Thickness (H = 1.1, 2.7, 4.1, and 4.9 nm),
CdSe/CdS(1.1 nm)/ZnS(0.4 nm) QDs, and Their QD/Silica
and QD/PMMA Composites
PL QY (%)
under 7 × 10−5
W/cm2

PL lifetime (ns)

sample

solution

ﬁlm

solution

ﬁlm

CdSe/CdS(1.1 nm)
CdSe/CdS(2.7 nm)
CdSe/CdS(4.1 nm)
CdSe/CdS(4.9 nm)
CdSe/CdS(1.1 nm)/ZnS(0.4 nm)
QD/silica compositesa
QD/PMMA compositesa

46
74
65
61
60

18
58
40
45
20
65
30

11.9
27.5
49.1
76.2
16.8

7.2
22.6
43.1
54.4
8.7
21.5
9.6

a

CdSe/CdS(1.1 nm)/ZnS(0.4 nm) QDs were used for preparation of
composite samples.

Solution samples were used in these measurements to avoid
charge carrier and exciton transfer which would decrease the PL
QY. The PL QYs at peak pump powers varying from 0.1 to 2.5
kW/cm2 were determined via combined measurements: the
absolute values were measured at 1 kW/cm2, and those at other
peak powers were obtained by scaling the output:input power
ratio relative to 1 kW/cm2; the absorption of all solution
samples was adjusted to the same value (ca. 80%) at the pump
wavelength to enable fair comparison prior to use. The
dependences of the absolute and relative PL QY on pump
power are plotted in Figures 2a and 2b, respectively. The
absolute PL QYs measured at low peak powers mainly depend
on the surface passivation (Table 1 and Figure 2a), while the
impact of Auger recombination can be clearly seen in the
pump-power scaling of relative PL QY (Figure 2b). 2.7 nm CdS
shell and 1.1 nm CdS with extra ZnS shell QDs show much

Figure 2. Dependence of (a, c) absolute solution PL QYs and (b, d) relative solution PL QYs on (a, b) pump power and (c, d) excitation rates for
diﬀerent core−shell CdSe/CdS QDs (H = 1.1, 2.7, 4.1, and 4.9 nm) and CdSe/CdS(1.1 nm)/ZnS(0.4 nm) QDs. The 20% error bar in excitation
rate comes from the uncertainty in QD volume determination. Since nonradiative Auger recombination is much faster than the radiative
recombination, keeping a low excitonic occupancy for single exciton radiation is beneﬁcial to achieve high PL QY.
D
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Figure 3. TA characterization for the solutions of core−shell CdSe/CdS QDs (H = 1.1, 2.7, 4.1, and 4.9 nm) and CdSe/CdS(1.1 nm)/ZnS(0.4 nm)
QDs: (a) state ﬁlling of QDs with core-only pump at 570 nm at 50 ps (530 J/cm2) and (b) corresponding time trace of exciton peak decay; (c) state
ﬁlling of QDs with both core and shell pump at 442 nm at 50 ps (400 J/cm2) and (d) corresponding time trace of exciton peak decay.

Figure 4. Solution and ﬁlm PL decay of QDs. Time-resolved ﬂuorescence decay curves of dilute toluene solutions and ﬁlms of CdSe/CdS QDs with
diﬀerent shell thickness (H = 1.1, 2.7, 4.1, and 4.9 nm) and CdSe/CdS(1.1 nm)/ZnS(0.4 nm) QDs. The data were collected at the corresponding
emission peak maxima for each sample.

A1st‑exciton‑peak, which accounts for diﬀerences in QD concentration. The similarity in their ﬁrst exciton bleaching conﬁrms
that we achieved very similar degree of state ﬁlling in all
samples. We observed that the thin-shell QDs are spherical in

shape, while thick-shell QDs are irregular. Further, a recent
study reveals that shape may aﬀect blinking behavior.36 In our
studies, however, the time dependence of the absorption bleach
at the exciton peak is very similar in all samples, with slightly
E
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Figure 5. (a) Schematic diagram of QD/silica composites. (b) PL spectra and (c) time-resolved ﬂuorescence decay curves for diluted toluene
solution and ﬁlm of CdSe/CdS(1.1 nm)/ZnS(0.4 nm) QDs, QD/silica composite ﬁlm, and QD/PMMA composite ﬁlm. The data for PL decay were
collected at the corresponding emission peak maxima for each sample. (d) Dependence of power conversion eﬃciency on peak pump power for
ﬁlms of QDs and QD/silica composites. Inset: Digital photographs of QD/silica composite ﬁlm under ambient lighting.

(Figure 4). The PL decay dynamics for all QDs in solid ﬁlms
are faster than their corresponding solution samples, with the
largest variation observed for the thinnest shells (H = 1.1 nm)
(Figure 4a). The decay curves were ﬁtted using a single
exponential decay function (Table 1). The results indicate that
signiﬁcant energy transferwhich is faster than the radiative
recombinationexists in thin-shell QD ﬁlms,2−13 leading to
the reduction in PL eﬃciency.
Enhanced PL Performance of Thin-Shell QDs in
Matrix. The above investigations suggest that thin CdS-shelled
QDs can eﬃciently increase the pump-power threshold of
Auger recombination. This results in the best-retained solution
PL QY in kW/cm2 operating regime. However, these QDs
suﬀer from poor solid-state PL performance due to distancedependent nonradiative energy transfer. In order to overcome
this eﬀect, the introduction of a spacer between QDs is
desirable to increase interdot distance. Herein, we employed a
strategy to separate the QDs by embedding them in a
transparent silica matrix, greatly reducing interdot energy
transfer. Silica is of interest due to its excellent optical
properties and stability, as well as good compatibility with
silicone resin often used in device encapsulation. Silica-coated
QD nano/microparticles have been well developed via the
Stöber method and reverse microemulsion process, but suﬀer
from reduced PL compared to that of original QDs.38,39 Films
and monoliths of QDs embedded in silica matrix have also been
explored, with ﬁlm PL QYs reported being in the 18%−41%
range.20,40,41 Recently, with the use of 6-mercaptohexanol as a
covalent linker between QDs and silica, researchers realized red
light-emitting monoliths with external quantum eﬃciency of up
to 63% at low pump power.42 Here we utilized (3mercaptopropyl)trimethoxysilane (MPS) as the exchange
ligand and as the sol−gel condensation precursor for the silica
matrix (Figure 5a). The introduction of covalent bonds
between the surface of the QDs and the matrix was expected

faster Auger decays in thick-shell samples (Figure 3b). We
conclude that, in the materials studied herein, the QD shell
thickness and shape do not play a dominant role in Auger
recombination. We sought to conﬁrm the underlying factors
contributing to more severe PL QY loss in thicker-shelled QDs
at high-power excitation. TA measurements were repeated
using a 442 nm pump which is absorbed by the CdS shell. The
lifetime shortens with increasing power, indicating that Auger
recombination is the main decay pathway at high powers
(Figure S8). At a given pump power, state ﬁlling increases with
increasing shell thickness as a direct result of the larger
excitation rate at the pump wavelength (Figure 3c).
Correspondingly, we observe the expected faster decays in
QDs with thicker shells (Figure 3d). This supports the notion
that excitons accumulate more eﬃciently in thicker-shell QDs
because higher shell absorption enables faster excitation rates,
and this, in turn, results in enhanced instead of reduced Auger
recombination.
Photoluminescence of QDs in Solid State. QDs with
the thinnest CdS shell, however, exhibit a large decrease in PL
QY when casting into ﬁlms. CdSe/CdS(1.1 nm) QDs show PL
QY of 46% in toluene solution, which drops to ca. 18% in the
ﬁlm (Table 1). This is accompanied by a red shift in the
emission peak (Figure S9). In contrast, the QDs with thick
shells preserve more than half of their solution PL QY in ﬁlms.
Energy transfer12−14 between QDs with consequent trapping,
along with exciton dissociation and reabsorption,37 contribute
to the PL reduction in the solid state. The thicker shell forms a
large barrier that prevents energy and carrier transfer, resulting
in a smaller drop in PL QY when concentrating from a dilute
solution into a solid ﬁlm.
To further conﬁrm the role of energy transfer, we obtained
time-resolved PL for dilute solutions and ﬁlms of QDs with
diﬀerent shell thicknesses. These measurements were made
using time-correlated single-photon counting spectroscopy
F
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and the emitted light was collected using a lens system directed
to an OPHIR PD300-3W photodiode with a 9 mm aperture.
Both ﬁlm samples show more than 70% absorption at 442 nm
(Figure S12) and exhibit similar trends in the relative PL QY as
a function of pump intensity (Figure S13). The absolute power
conversion eﬃciency of QD/silica composite ﬁlm reaches 36%
at low excitation intensities and retains >80% of its initial value
to yield an absolute power conversion eﬃciency of 28% under 1
kW/cm2 excitation intensities (Figure 5d). In contrast, QDonly ﬁlm yields 4.5% at these intensities. After 80 min of
stability testing at 2.5 kW/cm2, the obtained QD/silica
composites retain 97% of the initial eﬃciency (Figure S14).

to improve the compatibility of the composites and lead to a
uniform dispersion of the QDs in the matrix.15−17,42
CdSe/CdS(1.1 nm)/ZnS(0.4 nm) QDs with the highest
absolute PL QY of the solution at high pump powers were
chosen to fabricate the solid phosphor. Given that the thin CdS
shell (e.g., H = 1.1) could not provide suﬃcient exciton
conﬁnement for CdSe core, owing to its small band oﬀset at the
conduction band, we grew an extra thin ZnS shell. This
provided exciton conﬁnement and better passivation for
achieving higher solution PL QY. Since the photon energy
(2.81 eV) applied in this case is insuﬃcient to excite the
absorption of ZnS shell (bulk Eg = 3.54 eV), the excitonic
occupancy, power dependency, and excitation-dependent decay
trace are not aﬀected by the additionally grown ZnS shell
(Figure 1b, Figures 2−4). The growth of a thin ZnS shell with a
wide bandgap enables QDs to maintain a high PL QY during
the subsequent ligand exchange process.43,44 The doubly
shelled QDs were treated with MPS for surface ligand
exchange. The success of ligand exchange is conﬁrmed by
verifying the solubility of QDs in diﬀerent solvents. The initial
QDs are readily dispersed in THF but are insoluble in ethanol.
In contrast, the QDs after ligand exchange with MPS are
soluble in ethanol but insoluble in THF and in hexane. IR
spectra further conﬁrm the success of ligand exchange of OA
with MPA (Figure S10). Then QD/silica composites were
prepared via hydrolytic condensation and cross-linking
reactions, resulting in a uniform distribution of the QDs in
the silica matrix, with good separation of QDs and increased
interdot distance (see TEM image in Figure S11). As a control,
we also fabricated QDs in a poly(methyl methacrylate)
(PMMA) matrix by simple mixing.
The QD/silica composite ﬁlms exhibit signiﬁcantly superior
PL properties compared with those of the QD-only ﬁlms and
QD/PMMA composite ﬁlms (Table 1, Figure 5b). The PL QY
of CdSe/CdS(1.1 nm)/ZnS(0.4 nm) QDs sharply decreases
from 60% in solution to 20% in the solid state, along with a red
shift from 614 to 618 nm in PL peak, suggesting QD
aggregation and short interdot distance. A similar trend is
observed in the QD/PMMA composite ﬁlms, suggesting that
QDs do not distribute uniformly in the PMMA matrix due to
the lack of chemical bonds between QDs and the polymer
matrix. In contrast, the QD/silica composite ﬁlms display
enhanced PL QY of 65%. The PL decay for QD/silica
composite ﬁlms become much slower compared to the QDonly ﬁlms and QD/PMMA composite ﬁlms, indicating
elimination of energy transfer for QDs in the silica matrix
(Figure 5c, Table 1). It is worth noting that the PL lifetime of
the QD/silica composite ﬁlms is even longer than that of the
dilute solution samples of QDs, suggesting that improved
surface passivation has been achieved when the QDs are
incorporated into the silica matrix. We attribute the improvement in ﬁlm PL QYs for QDs in silica matrix to improved
surface passivation combined with good separation of QDs via
the eﬀect of the covalently bonded silica network,16,17,24,42 and
the dielectric conﬁnement eﬀect.45 Continued eﬀort is required
to clarify the factors for the improvement of ﬁlm PL QYs of
QDs.
Finally, the power conversion eﬃciency of QD/silica
composites was investigated under high excitation powers. A
QD/silica composite ﬁlm was formed on a reﬂective aluminum
mirror (inset in Figure 5d). For comparison, a QD-only ﬁlm
was prepared as a control. The ﬁlms were excited using a highpower pulsed laser diode system at a wavelength of 442 nm,

■

CONCLUSIONS
This work demonstrates a new route to realizing high PL
performance for QD ﬁlms under high power excitation. It
exploits a combination of reduced multiexciton Auger
recombination through thin-shell design, and avoidance of
energy transfer via incorporation into a transparent, solid-state
dot-dispersing matrix. The work demonstrates the impact of
shell thickness on Auger recombination in QDs. While
biexciton Auger recombination rates do slow with thicker
shells, under the same external pump power (a condition more
relevant for device applications), overall Auger recombination is
in fact enhanced due to the formation of higher order
multiexcitons. Decreasing the shell thickness allows better
retention of the original PL QY at high-power excitation. A thin
ZnS layer was grown on thin-shell QDs to provide better
passivation and exciton conﬁnement while limiting the amount
of absorption at the pump wavelength. To overcome severe PL
quenching in ﬁlms of QDs with thin shells, we deployed
transparent matrices that isolate the QDs and avoid energy
transfer among them. Leveraging these observations and
techniques, we present a functional platform that enables
QDs to be included in high-power applications and potentially
replace existing phosphor technology for pure color and bright
light emission purposes.
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